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Wood |-joists are manufactured by first manufacturing LVL and
lumber that are used as top and bottom "chords", as well as
oriented strand board that is used as the "web." The wood
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(PCR) FPInnovations, Version 1 (UN CPC 31, NAICS 321), 8 November
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components are then cut to specified dimensions, a channel is
milled into the chords, and the components are then glued and

2011.

7/23/2013 — 7/23/2018

13CA24184.106.1

LIFECYCLE IMPACT CATEGORIES
The environmental impacts listed below were assessed throughout the product’s lifecycle —including raw material extraction,
transportation, manufacturing, packaging, use, and disposal at end of life.
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FUNCTIONAL UNIT

The declared unit in this EPD is 10 linear meters of wood I-joist. This is equivalent to 32.81 linear feet. The average density of North American I-joist including

resins and excluding moisture content is 36.44 oven dry kg. Results are expressed for a cradle-to-gate analysis and exclude use phase and end of life impacts.
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Environment

COMPONENT MATERIAL AVAILABILITY MASS% ORIGIN

Wood Wood, oven dry Renewable 96.01 US and Canada

Resin Phenol formaldehyde resin Fossil resource, limited 2.65 US and Canada

Resin Methylene diphenyl diisocyanate (MDI) resin Fossil resource, limited 0.43 US and Canada

Resin Phenol resorcinol formaldehyde resin Fossil resource, limited 0.13 US and Canada

Resin Polyurethane resin Fossil resource, limited 0.09 US and Canada

Wax Wax 0.67 US and Canada

Filler Filler 0.02 US and Canada

PRE-CONSUMER RECYCLED CONTENT 0% This is a business-to-business EPD, based on a cradle-to-gate LCA.
The delivery of the product to the customer, its use and eventual

POST-CONSUMER RECYCLED CONTENT 0% end-of-life processing are excluded from this EPD.

VOC EMISSIONS Exempt - see S.1660

WATER CONSUMPTION 36.13 L

RENEWABLE ENERGY 39.78 % 210.54 M) Conformance to ASTM 5055

NON-RENEWABLE ENERGY 60.22 % 318.66 MJ

NAME American Wood Council / Canadian Wood Council

PHONE 202-463-2766 / 613-747-5544

EMAIL info@awc.org / info@cwc.ca

WEBSITE www.awc.org / www.cwc.ca

www.UL.com/environment | environment@ul.com

The information presented herein is a summary of content contained in the manufacturer’s ISO 14025-compliant EPD certified by UL. Please visit www.ul.com/environment to download the full EPD.
UL, the UL logo, and UL certification mark are trademarks of UL LLC. All other marks are the property of their respective owners.
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	STANDARDS: Conformance to ASTM 5055
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